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Modification of Basic Twist Extrusion (BTE) process with a matrix having two parallel movable walls, Planar Twist Extrusion (PTE), was considered in the present study. The accumulated strain achieved after one PTE pass and the character of its distribution in the sample cross-section were studied by means of experimental modelling and confirmed by finite element analysis. The differences in the magnitude and distribution of the accumulated strain after BTE and PTE were established. Both processes permitted homogenization of the mechanical properties of the sample. Substantial reduction in the pressure required for extrusion of long samples can be achieved by using the PTE matrix.
Предложена модификация винтовой экструзии в канале с плоскопараллельными стенками – плоская винтовая экструзия (ПВЭ), позволяющая, в перспективе, обрабатывать длинномерные заготовки. Плоские стенки матрицы для ПВЭ могут быть как подвижными, так и неподвижными. Главное отличие ПВЭ от ВЭ состоит в принципиально иной схеме напряженно-деформированного состояния. При ПВЭ плоскость сдвига расположена вдоль оси прессования, а при ВЭ – поперек. Этот факт может представлять интерес для дальнейших исследований.

